[] Zinc

DW# B1-1719 PH2/SQ2 - TRH - 17QS8 Revision Record
Dim/
Part No. Size S L Date Speo Old New
Inch mm Inch mm
poeices | #sxser | Rl | FRull [oss-06s [148-158 R Ja) Below 5/8" : 28'~33"
—— Above 3/4" 1 20°~25
Iotgsainrg | #8K3M4T | Full Full [070-0.75" [ 17.8~19.0 D d 450+30
i @ £ I %E
Size Phillips Gage
Unit Phillips Square Y E Y E )
/Thrds A M N Recess| Q [Recess| P Ht (Phillips) | (Phillips) | (Square) | (Square) R D d Wire | Torque
Inch 0.384" | Min. | Min. 0.088" 0.075"10.102" | Max. | Max. | Max. | Max. | Ref. |0.168" |0.103" 0.116" 32
4811 0.364" | 0.160" | 0.029" ” 0.063" 4 0.060" | 0.088" 1 0.170" | 0.040" [ 0.197" | 0.048" | 0.138" | 0.160" [ 0.093" | Ibf.in
mm 9.75 | Min. | Min. 223 190 | 2.59 | Max. | Max. | Max. | Max. | Ref. | 4.26 | 2.61 295 37
025 | 407 | 0.74 1.61 1.53 | 2.24 | 430 | 1.00 | 5.00 | 1.20 | 3.50 | 4.07 | 2.38 ) kef.cm
Specification: Customer Approve:
Material: SAE C1018/C1022 widate
Recess: #2 Phillips / #2 Square Approved by :
Head: Truss Head widate
Thread: 45°Thread+TY-17 CAD by:
Heat Treatment: Surface Hardness: HV450~800 ; Core Hardness: HV320~450 widate
Bending Angle: > 15 Breaking Tssued date :
Surface: [ ] Anti-Brass widate year-month-day




